
Table of Contents 
CHAPTER 4: SURFACE TREATMENTS AND PAVEMENTS 

 
401 PORTLAND CEMENT CONCRETE PAVEMENT 
401-1 DESCRIPTION 
401-2 MATERIALS  
401-3 CONSTRUCTION REQUIREMENTS 
401-3.02 PAVEMENT BASE 
401-3.04 PLACING AND FINISHING 
401-3.05 JOINTS 
401-3.06 JOINT CONSTRUCTION 
401-4 PAVEMENT EVALUATION AND REMEDIAL MEASURES  
401-4.02 PAVEMENT SMOOTHNESS 
401-4.03 PAVEMENT CRACKS 
401-4.04 PAVEMENT THICKNESS 
401-6 BASIS OF PAYMENT 
 
402 PORTLAND CEMENT CONCRETE PAVEMENT REPAIRS 
402-2 SPALL REPAIRS 
402-3 FULL DEPTH SLAB REPAIRS 
402-4 PAVEMENT GRINDING  
402-5 PAVEMENT GROOVING 
402-6 JOINT AND CRACK REPAIR 
 
404 BITUMINOUS TREATMENTS  
404-3 CONSTRUCTION REQUIREMENTS 
404-3.02 EQUIPMENT 
404-3.11 PRIME COAT 
404-3.12 TACK COAT 
404-3.13 FOG COAT 
404-3.14 CHIP SEAL COAT  
404-3.20 SLURRY SEAL COAT 
404-3.30 CRACK SEALING (ASPHALTIC CONCRETE PAVEMENT) 
404-3.40 JOINT SEALING (ASPHALTIC CONCRETE OVERLAY) 
404-5 BASIS OF PAYMENT 
 
405 ROAD MIXED BITUMINOUS PAVEMENT 
405-2 MATERIALS  
405-3 CONSTRUCTION REQUIREMENTS 
405-3.04 MIXING 
405-3.05 & 3.06 SPREADING & COMPACTING 
405-3.07 SURFACE REQUIREMENTS AND TOLERANCES 
 
ASPHALTIC CONCRETE 
DESCRIPTION  
ASPHALTIC CONCRETE MIX DESIGN CRITERIA 
MINERAL AGGREGATE  
MINERAL ADMIXTURE 
BITUMINOUS MATERIAL 
MIX DESIGN PROCEDURE  
CONTRACTOR QUALITY CONTROL 
CONSTRUCTION REQUIREMENTS 
PRE-PAVING MEETING  
HOT PLANT INSPECTION 
PLACING AND FINISHING 
ACCEPTANCE  
DIRECTED SAMPLING VERSUS RANDOM LOT SAMPLING 
CORING  
RETESTING OF SAMPLES AND THE DETERMINATION OF OUTLIERS  
CHANGES TO THE MIX DESIGN 
CHANGES TO COMPACTION REQUIREMENTS 
COMPACTION  
WEATHER LIMITATIONS 
SMOOTHNESS  

Page 1 of 3 

http://www.azdot.gov/highways/ConstGrp/const_manual/finals/C4_final/Chapter4_401.pdf
http://www.azdot.gov/highways/ConstGrp/const_manual/finals/C4_final/Chapter4_402.pdf
http://www.azdot.gov/highways/ConstGrp/const_manual/finals/C4_final/Chapter4_404.pdf
http://www.azdot.gov/highways/ConstGrp/const_manual/finals/C4_final/Chapter4_405.pdf


Table of Contents 
CHAPTER 4: SURFACE TREATMENTS AND PAVEMENTS 

 
METHOD OF MEASUREMENT AND BASIS OF PAYMENT 
 
406 ASPHALTIC CONCRETE 
406-2 ASPHALTIC CONCRETE MIX DESIGN CRITERIA 
406-3 MATERIALS 
406-4 MIX DESIGN 
406-6 CONSTRUCTION REQUIREMENTS  
406-7 ACCEPTANCE  
406-7.05 COMPACTION  
406-7.06 SMOOTHNESS 
 
407 ASPHALTIC CONCRETE FRICTION COURSE (ACFC) 
 
408 RECYCLED ASPHALTIC CONCRETE 
 
409 ASPHALTIC CONCRETE (MISCELLANEOUS STRUCTURAL) 
409-2 MATERIALS 
409-3 CONSTRUCTION REQUIREMENTS  
409-3.02 COMPACTION 
 
410 ASPHALT-RUBBER STRESS-ABSORBING MEMBRANE 
 
411 ASPHALTIC CONCRETE FRICTION COURSE (MISCELLANEOUS) 
411-3 CONSTRUCTION REQUIREMENTS 
 
413 ASPHALTIC CONCRETE (ASPHALT-RUBBER ) 
413-3 MATERIALS 
413-3.02 MINERAL AGGREGATE 
413-3.03 MINERAL ADMIXTURE 
413-3.04 BITUMINOUS MATERIAL 
413-4 MIX DESIGN 
413-5 MIX DESIGN REVISIONS  
413-6 ACCEPTANCE OF MATERIALS  
413-7 CONSTRUCTION REQUIREMENTS 
413-8 & 9 METHOD OF MEASUREMENT & BASIS OF PAYMENT  
 
414 ASPHALTIC CONCRETE FRICTION COURSE (ASPHALT-RUBBER) 
414-3 MATERIALS 
414-3.03 MINERAL ADMIXTURE  
414-3.04 BITUMINOUS MATERIAL 
414-4 MIX DESIGN  
414-5 MIX DESIGN REVISIONS 
414-6 ACCEPTANCE OF MATERIALS 
414-7 CONSTRUCTION REQUIREMENTS 
414-8 & 9 METHOD OF MEASUREMENT & BASIS OF PAYMENT  
 
416 ASPHALTIC CONCRETE – END PRODUCT 
416-2 MIX DESIGN CRITERIA 
416-3 MATERIALS  
416-3.01 MINERAL AGGREGATE  
416-3.02 MINERAL ADMIXTURE 
416-3.03 BITUMINOUS MATERIALS 
416-4 MIX DESIGN  
416-6 CONSTRUCTION REQUIREMENTS 
416-7 ACCEPTANCE 
416-7.03 MATERIAL SPREAD 
416-7.05 COMPACTION 
 
417 ASPHALTIC CONCRETE (END PRODUCT) SHRP VOLUMETRIC MIX 
417-2 MIX DESIGN CRITERIA  
417-3 MATERIALS  

Page 2 of 3 

http://www.azdot.gov/highways/ConstGrp/const_manual/finals/C4_final/Chapter4_406.pdf
http://www.azdot.gov/highways/ConstGrp/const_manual/finals/C4_final/Chapter4_407.pdf
http://www.azdot.gov/highways/ConstGrp/const_manual/finals/C4_final/Chapter4_408.pdf
http://www.azdot.gov/highways/ConstGrp/const_manual/finals/C4_final/Chapter4_409.pdf
http://www.azdot.gov/highways/ConstGrp/const_manual/finals/C4_final/Chapter4_410.pdf
http://www.azdot.gov/highways/ConstGrp/const_manual/finals/C4_final/Chapter4_411.pdf
http://www.azdot.gov/highways/ConstGrp/const_manual/finals/C4_final/Chapter4_413.pdf
http://www.azdot.gov/highways/ConstGrp/const_manual/finals/C4_final/Chapter4_414.pdf
http://www.azdot.gov/highways/ConstGrp/const_manual/finals/C4_final/Chapter4_416.pdf
http://www.azdot.gov/highways/ConstGrp/const_manual/finals/C4_final/Chapter4_417.pdf


Table of Contents 
CHAPTER 4: SURFACE TREATMENTS AND PAVEMENTS 

 
417-3.01 MINERAL AGGREGATE  
417-3.02 MINERAL ADMIXTURE 
417-3.03 BITUMINOUS MATERIALS 
417-4 MIX DESIGN PROCEDURE 
417-6 CONSTRUCTION REQUIREMENTS 
417-7 ACCEPTANCE 
417-7.04 GRADATION, ASPHALT CEMENT CONTENT, AND EFFECTIVE VOIDS 
417-7.05 COMPACTION 
 
REFERENCES AND ADDITIONAL INFORMATION  
 
BLANK FORMS 
PROJECT ASPHALT REPORT  
DAILY MINERAL ADMIXTURE REPORT 
SPREAD DETERMINATION FORM (ENGLISH)  
 

Page 3 of 3 

http://www.azdot.gov/highways/ConstGrp/const_manual/finals/C4_final/Chapter4_Ref.pdf
http://www.azdot.gov/highways/ConstGrp/const_manual/Chapter4.asp

	401 PORTLAND CEMENT CONCRETE PAVEMENT



